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DATE: 5/5/2020

SUBJECT: Region III Data QA Review

FROM:  Eric Graybill
. Region 111 ESAT RPO (3LS20

TO: DEBORAH LINDSEY
Hazardous Site Cleanup Division (HSCD)

Attached is the data validation report for the WEIRTON BOP IMPLOSION SITE site fon; RAS#
48747; SDG# MC8TRI completed by the Region III Environmental Services Assistance Team
(ESAT) contractor, ICF International, under the direction of Region 111 LSASD.

If you have any questions regarding this review, please call Eric Graybill at (410)-305-2665.

Attachment
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TO: #0002 TDF: #0320061

Printed on 100% recycled/recyclable paper with 100% post-consumer fiber and process chlorine free.
Customer Service Hotline: 1-800-438-2474
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Date: May 4, 2020
To: ESAT Region 3 Project Officer
From: e e
Validator
Subject: Inorganic Data Validation (S4VEM)

Weirton BOP Implosion
48747, MC8TR1

Overview

This data package consisted of nineteen (19) soil samples including two field duplicate pairs analyzed for
total metals by ICP-AES and for mercury (Hg) by cold vapor atomic absorption technique.

Analysis was performed by Bonner Analytical Testing Company (BON) according to Contract Laboratory
Program (CLP) Statement of Work (SOW) ISM02.4.

Data were validated according to the National Functional Guidelines for Inorganic Superfund Methods
Data Review and applicable USEPA Region 3 modifications. Electronic validation was performed by the
Electronic Data eXchange & Evaluation System (EXES). The validation report has been assigned the
Superfund Data Validation Label Stage_3_Validation_Electronic_Manual (S3VEM).

The following validation narrative is an evaluation of laboratory reported data based on the
reconciliation electronic data package available through the EXES Data Manager dated March 17, 2020.

Rinsate blank MCOAD1 (analyzed in SDG MCBTR2) was used in evaluating blank contamination for the
associated samples in this case based on sampling date.

Summary

No data quality outliers or technical deficiencies were identified that would require rejection of sample
results. A matrix spike outlier and blank contamination issues resulted in estimated sample results for
several analytes.

Minor Problems

Laboratory instrumentation reported negative values greater than absolute value of the Method
Detection Limits (MDL) for thallium (TI) and Hg in blank analyses. Positive results less than the Contract
Required Quantitation Limits (CRQLs) for these analytes have been reported at the CRQL and qualified
“UJ”. Quantitation limits for these analytes are estimated and qualified “UJ”.
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The matrix spike recovery was low (<75%) for antimony (Sb) in sample MCOAB2. The post digestion
spike recovery was within limits. The quantitation limit for Sb is estimated in this sample and has been

qualified “UJ”.

Notes

Analytes detected below the CRQLs are estimated and have been qualified “)".

Antimony (Sb), beryllium (Be), cadmium (Cd), cobalt (Co), silver (Ag) and sodium (Na) have been
detected in laboratory blanks associated with the sample in this SDG. Concentrations of these analytes
which were less than the CRQL have been reported at the CRQL and qualified “U”.

No positive results were reported for the associated rinsate blank. No data were qualified based on the
rinsate blank.

" Laboratory duplicate, serial dilution and Laboratory Control Sample (LCS) analyses reported acceptable
results.

The matrix spike recovery was outside control limits for lead (Pb) in sample MCOAB2. The initial
concentration for Pb was greater than four times (>4X) the amount of the spike added. No data were
qualified.

Concentrations for the following analytes exceeded the calibration range in the initial analysis of
samples listed. These samples were reanalyzed at dilution to bring the concentration of the analyte
within the calibration range. Results for these analytes are reported from dilution.

Sample DF Analyte(s)

MCOAB4 5X Iron (Fe), Manganese {Mn)
MCOABS 3X Fe, Mn

MCOAC2 2X Mn

MCOACS8, MCOADO | 2X Fe

MCOAC9 5X Mn

Results for the field duplicate pairs, samples MCOAB4/MCOABS and MCOAC4/MCOACS, were within +
CRQL, 25% RPD except for calcium {Ca) in duplicate pair MCOAB4/MCOABS. Data are not qualified based
on field duplicate precision. No data were qualified based on this finding.

All Sample numbers in this SDG were previously used by the laboratory in their LIMS as an SDG number.
" Per the Region, the SDG number for this case was changed to MC8TR1.

Sample calculation checks were performed for several analytes in several samples. All calculated results
had RPDs less than 5% of the reported results. No sample data were qualified.

Validation qualifiers are only applied by the validator to field samples. Qualifiers may be applied by EXES
electronic validation to laboratory quality control samples.

48747 MC8TR1 DCN: ESATR3-CY7-V628
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Glossary of Inorganic Data Qualifier Codes

Validation In order of descending precedence. Only one of these qualifiers may apply to any
Qualifiers  result.

R The data are unusable. The sample results are rejected due to serious deficiencies in
meeting QC criteria. The analyte may or may not be present in the sample.

uJ The analyte was analyzed for, but was not detected. The reported quantitation limit is
approximate and may be inaccurate or imprecise.

U . The analyte was analyzed for, but was not detected above the level of the reported
sample quantitation limit

B The result is presumed a blank contaminant. This qualifier is used for drinking water
samples only.
J The result is an estimated quantity. The associated numerical value is the approximate

concentration of the analyte in the sample.

M The result is an estimated quantity, but the result may be biased high.

J- The result is an estimated quantity, but the result may be biased low.

48747 MC8TR1 DCN: ESATR3-CY7-V628



Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE GrouplD: 48747/EPW14029/MC8TRI1 Lab Name: Bonner Analytical Testing Co.
Project
Sample Number: LCSO1 Method: Metals by ICP-AES Matrix: Soil MA Number:
Sample Location: pH: Sample Date: Sample Time:
% Moisture: % Solids: 100

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Spike 42.2 mg/kg 422 1 YES NV
Antimony Spike 12.1 mg/kg 12.1 1 YES NV

Arsenic Spike 1.9 mgkg 1.9 1 YES NV
Barium ' Spike 41.7 _mg/kg 41.7 1 YES NV
Beryllium Spike 1.0 mg/kg 1.0 1 YES NV
Cadmium Spike 1.1 mg/kg 1.1 ) YES NV
Calcium Spike 1080 mg/kg 1080 1 YES - NV
Chromium Spike 2.3 mp/kg " 23 1 YES NV
Cobalt Spike 10.9 mg/kg 10.9 1 YES NV
Copper Spike 5.6 mg/kg 5.6 1 YES NV
Iron Spike 21.6 mg/kg 21.6 1 YES , NV
Lead Spike 2.1 mg/kg 2.1 1 YES NV
Magnesium Spike 1050 mg/kg 1050 1 YES NV
Manganese Spike 33 mg/kg 3.3 1 YES NV
Nickel Spike 8.6 mg/kg 8.6 1 YES NV
Potassium Spike 1000 mg/kg 1000 1 YES NV
Selenium Spike 7.2 mg/kg 7.2 1 YES NV
Silver Spike 1.1 mg/kg 1.1 1 YES NV
Sodium Spike 1020 mg/kg 1020 1 YES NV
Thallium Spike 5.0 mg/kg 5.0 1 YES NV
Vanadium Spike 10.9 mg/kg 10.9 1 YES NV
Zinc Spike 13.5 mg/kg 13.5 1 YES NV
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB2

Sample Location: P-01

Method: Mercury by Cold Vapor

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 09:15:00

% Moisture: % Solids: 66.8
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag | Dilution Factor Reportable Validation Level
Mercury Target 0.14 UJ mg/kg 0.026 J 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE GrouplD: 48747/EPW14029/MCSTR1 Lab Name: Bonner Analytical Testing Co.
Project ' .
Sample Number: MCOAB2 Method: Metals by ICP-AES Matrix: Soil MA Number:
Sample Location: P-01 pH: Sample Date: 02/19/2020 Sample Time: 09:15:00
% Moisture: " % Solids: 66.8

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 15600 mg/kg 15600 1 YES S4VEM
Antimony Target 8.3 UJ mg/kg 1.5 J* 1 YES S4VEM

Arsenic Target 11.2 mg/kg 11.2 1 YES S4VEM
Barium Target 84.9 mg/kg 84.9 1 YES S4VEM
Beryllium Target 0.69 U mg/kg 0.68 J 1 YES S4VEM
Cadmium Target 0.69 U mg/kg 0.13 J 1 YES S4VEM
Calcium Target 4060 mg/kg 4060 1 YES S4VEM
Chromium Target 60.6 mg/kg 60.6 1 YES S4VEM
Cobalt Target 10.8 mg/kg 10.8 1 YES S4VEM
Copper Target 23.0 mg/kg 23.0 1 YES S4VEM
Iron Target 34100 mg/kg 34100 1 YES S4VEM
Lead Target 31.4 mg/kg 314 1 YES S4VEM
Magnesium Target 3390 mg/kg 3390 1 YES S4VEM
Manganese Target 1250 . mg/kg 1250 1 YES S4VEM
Nickel Target 23.5 mg/kg 23.5 1 YES S4VEM
Potassium Target 1810 mg/kg 1810 1 YES S4VEM
Selenium Target 4.9 U mg/kg 4.9 U 1 YES S4VEM
Silver Target 1.4 U mg/kg 0.22 J 1 YES S4VEM
Sodium Target 693 U mg/kg 51.2 J 1 YES S4VEM
Thallium Target 3.5 UJ mg/kg 3.5 U 1 YES S4VEM
Vanadium Target 414 - mg/kg 41.4 1 YES S4VEM
Zinc Target 205 - mg/kg 205 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCSTR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB2A

Sample Location:

% Moisture:

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date: 02/19/2020

% Solids: 66.8

MA Number:

Sample Time: 09:15:00

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Antimony Spike 17.4 mg/kg 17.4 1 YES NV
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB2D |
Sample Location:

% Moisture:

Method: Mercury by C'old Vapor
pH:

Matrix: Soil
Sample Date: 02/19/2020
% Solids: 66.8

MA Number:

Sample Time: 09:15:00

Analyte Name Analyte Type

Validation Result Validation Flag

Units Lab Result Lab Flag

Dilution Factor Reportable Validation Level

0.031 J

mg/kg 0.031 J

1 YES NV

Mercury Target
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE GrouplD: 48747/EPW14029/MC8TR1 Lab Name: Bonner Analytical Testing Co.
Project
Sample Number: MCOAB2D Method: Metals by ICP-AES Matrix: Soil MA Number:
Sample Location: pH: Sample Date: 02/19/2020 - Sample Time: 09:15:00
% Moisture: ) % Solids: 66.8

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result ] Lab Fla Dilution Factor Reportable Validation Level
Aluminum Target 15000 mg/kg 15000 1 YES NV
Antimony Target 1.3 J mg/kg 1.3 J 1 YES NV
Arsenic Target 11.4 meg/kg 11.4 1 YES NV
Barium Target 81.1 mg/kg 81.1 1 YES NV
Beryllium Target 0.65 J _mg/kg 0.65 J 1 YES NV
Cadmium Target 0.15 J mg/kg 0.15 1 YES NV
Calcium Target 4520 mg/kg 4520 ) YES NV
Chromium Target 59.8 mg/kg 59.8 1 YES NV
Cobalt Target 10.9 . mg/kg 10.9 1 YES NV
Copper Target 22.0 mg/kg 22.0 1 YES NV
Iron Target 32400 mg/kg 32400 1 YES NV
Lead Target 28.0 mg/kg 28.0 | YES NV
Magnesium Target 3310 mg/kg 3310 1 YES NV
Manganese Target 1200 mg/kg 1200 1 YES NV
Nickel Target 22.3 - mg/kg 22.3 1 YES NV
Potassium Target 1700 mg/kg 1700 1 YES NV
Selenium Target 4.9 U mg/kg 4.9 U 1 YES NV
Silver : Target 0.23 J mg/kg 023 . J 1 YES NV
Sodium Target 47.4 J mg/kg 47.4 J 1 YES NV
Thallium Target 35 U mgkg | 35 U 1 YES NV
Vanadium Target 40.4 mg/kg 40.4 1 YES NV
Zinc Target 194 mg/kg 194 . 1 YES NV

3\
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCSTR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB2ZL

Sample Location:

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date:

MA Number:

Sample Time:

% Moisture: % Solids: 66.8
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 15500 mg/kg 15500 5 YES NV
Antimony Target 1.5 J mg/kg 1.5 J 5 YES NV
Arsenic Target 10.7 mg/kg 10.7 5 YES NV
Barium Target 83.2 J mg/kg 83.2 J 5 YES NV
Beryllium Target 0.64 J mg/kg 0.64 J 5 YES NV
Cadmium Target 0.12 J mg/kg 0.12 J 5 YES NV
Calcium Target 4110 mg/kg 4110 5 YES NV
Chromium _Target 61.9 mg/kg 61.9 5 YES NV
Cobalt Target 11.0 J mg/kg 11.0 J 5 YES NV
Copper Target 24.2 mg/kg 24.2 5 YES NV
Iron . Target 35000 _mg/kg 35000 5 YES NV
Lead Target 29.6 mg/kg 29.6 5 YES NV
Magnesium Target 3440 J _mg/kg 3440 J 5 YES NV
Manganese Target 1270 mg/kg 1270 5 YES NV
Nickel Target 21.8 J mg/kg 21.8 ) 5 YES NV
Potassium Target 1810 J mg/kg 1810 J 5 YES NV
Selenium Target 24.3 U mg/kg 24.3 U 5 YES NV
Silver Target 0.52 J mg/kg 0.52 J 5 YES NV
Sodium Target 37.5 J mg/kg 375 J 5 YES NV
Thallium Target 17.3 U mg/kg 17.3 U 5 YES NV
Vanadium Target 412 mg/kg 412 5 YES NV
Zinc Target 191 mg/kg 191 5 YES NV
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB2S

Method: Mercury by Cold Vapor

Matrix: Soil

MA Number:

Sample Location: pH: Sample Date: 02/19/2020 Sample Time: 09:15:00
% Moisture: % Solids: 66.8
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Mercury Spike 0.82 mg/kg 0.82 1 YES NV
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB2S

Sample Location:

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 09:15:00

% Maoisture: % Solids: 66.8
Analyte Name Analyte Type | Validation Result Validation Flag. Units Lab Result | Lab Flag Dilution Factor Reportable Validation Level
Antimony Spike 10.9 mg/kg 10.9 * 1 YES NV
Arsenic Spike 23.1 mg/kg 23.1 1 YES NV
Barium Spike 624 mg/kg 624 1 YES NV
Beryllium Spike 14:1 mg/kg 14.1 1 YES NV
Cadmium Spike 13.2 mg/kg 13.2 1 YES NV
Chromium Spike 124 mg/kg 124 1 YES NV
Cobalt Spike 141 mg/kg 141 1 YES NV
Copper Spike 88.2 mg/kg 88.2 1 YES NV
Lead Spike 34.2 mg/kg 34.2 1 YES NV
Manganese Spike 1410 mg/kg 1410 1 YES NV
Nickel Spike 163 _mg/kg 163 1 YES NV
Selenium Spike 239 mg/kp 239 1 YES NV
Silver Spike 13.6 mg/kg 13.6 1 YES NV
Thallium Spike 14.0 mg/kg 14.0 1 YES NV
Vanadium Spike 186 mg/kg 186 1 YES NV
Zinc Spike 358 mg/kg 358 1 YES NV
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GroupliD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB3

Method: Mercury by Cold Vapor Matrix: Soil MA Number:
Sample Location: P-02 pH: Sample Date: 02/19/2020 Sample Time: 09:37:00
% Moisture: % Solids: 77.6
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.12 UJ mg/kg 0.12 U 1 YES S4VEM
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- Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE GrouplD: 48747/EPW14029/MC8TR1 Lab Name: Bonner Analytical Testing Co.
Project
Sample Number: MCOAB3 Method: Metals by ICP-AES Matrix: Soil . MA Number:
Sample Location: P-02 pH: Sample Date: 02/19/2020 Sample Time: 09:37:00
% Moisture: . % Solids: 77.6

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 16400 mg/kg 16400 1 YES S4VEM -
Antimony Target 7.3 U mg/kg 1.1 J* 1 YES S4VEM

Arsenic Target 18.1 mg/kg 18.1 1 YES S4VEM
Barium Target 192 mg/kg - 192 1 YES S4VEM
Beryllium Target 1.0 mg/kg 1.0 1 YES S4VEM
Cadmium Target 0.93 mg/kg 0.93 1 YES S4VEM
Calcium Target 8040 - mg/kg 8040 1 YES S4VEM
Chromium Target 41.9 me/kp 41.9 1 YES S4VEM
Cobalt Target 12.8 mg/kg 12.8 1 YES S4VEM
Copper Target 31.7 mg/kg 31.7 1 YES S4VEM
Iron Target 34100 mg/kg 34100 1 YES S4VEM
Lead Target 246 mg/kg 246 1 YES S4VEM
Magnesium Target 4410 mg/kg 4410 1 YES S4VEM
Manganese Target 1110 mg/kg 1110 1 YES S4VEM
Nickel Target 28.8 mg/kg 28.8 1 YES S4VEM
Potassium Target 2150 mg/kg 2150 1 YES S4VEM
Selenium Target 4.3 U _mg/kg 43 U 1 YES S4VEM
Silver Target 1.2 U mg/kg 0.32 J 1 YES S4VEM
Sodium Target 608 U mg/kg 74.9 J 1 YES S4VEM
Thallium Target 3.0 Ul mg/kg 3.0 U 1 YES S4VEM
Vanadium Target 36.5 mg/kg 36.5 1 YES S4VEM
Zinc Target 3010 mg/kg 3010 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

GrouplD: 48747/EPW14029/MCSTR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB4

Sample Location: P-03

Method: Mercury by Cold Vapor
pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:
Sample Time: 10:05:00

% Moisture: % Solids: 77.5
Analyte Name Analyte Type | Validation Result Validation Flag Units Lab Result | Lab Flag | Dilution Factor | Reportable Validation Level
Mercury Target 0.32 mg/kg 0.32 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP lMPLOSlON SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB4

Sample Location: P-03

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 10:05:00

% Moisture: % Solids: 77.5
Analyte Name Anpalyte Type Validation Result Validation Flag Units Lab Resulit Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 12900 mg/kg 12900 1 YES S4VEM
Antimony Target 7.2 U mg/kg 52 J* 1 YES S4VEM
Arsenic Target 20.1 mg/kg 20.1 1 YES S4VEM
Barium Target 285 mg/kg 285 1 YES S4VEM
Beryllium Target 0.80 mg/kg 0.80 1 YES S4VEM
Cadmium Target 2.4 mg/kg 24 1 YES S4VEM
Calcium Target 19400 mg/kg 19400 1 YES S4VEM
Chromium Target 218 mg/kg 218 1 YES S4VEM
Cobalt Target 11.2 mg/kg 11.2 1 YES S4VEM
Copper Target 204 mg/kg 204 1 YES S4VEM
Iron Target 62700 mg/kg 62700 D 5 YES S4VEM
Lead Target 382 mg/kg 382 1 YES S4VEM
Magnesium Target 5060 mg/kg 5060 1 YES S4VEM
Manganese Target 4670 mg/kg 4670 D S YES S4VEM
Nickel Target 322 mg/kg 322 1 YES S4VEM
Potassium Target 1920 mg/kg 1920 1 YES S4VEM
Selenium Target 4.2 U mg/kg 4.2 U 1 YES S4VEM
Silver Target 1.2 U mg/kg 0.83 J 1 YES S4VEM
Sodium Target 597 U mg/kg 95.3 J 1 YES S4VEM
Thallium Target 3.0 UJ mg/kg 0.43 J 1 YES S4VEM
Vanadium Target 96.4 mg/kg 96.4 1 YES S4VEM
Zinc Target 1000 mg/kg 1000 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCSTRI1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOABS

Sample Location: P-03

% Moisture:

Method: Mercury by Cold Vapor

pH:

Matrix: Soil

Sample Date: 02/19/2020

% Solids: 80.1

MA Number:

Sample Time: 10:10:00

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Resnlt | Lab Flag | Dilution Factor | Reportable Validation Level
Mercury Target 0.25 mp/kg 0.25 - 1 YES S4VEM
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Sampllé Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW 14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOABS

Method: Metals by ICP-AES

Matrix: Soil

MA Number:

Sample Location: P-03 pH: Sample Date: 02/19/2020 Sample Time: 10:10:00
% Moisture: % Solids: 80.1
Analyte Name | Analyte Type Validation Result Validation Flag Units Lab Result | Lab Fla: Dilution Factor Reportable Validation Level
Aluminum Target 12400 meg/kg 12400 1 YES S4VEM
Antimony Target 6.9 U mg/kg 4.6 J* 1 YES S4VEM
‘Arsenic Target 20.3 mg/kg 20.3 1 YES S4VEM
Barium " Target 249 mg/kg 249 1 YES S4VEM
Beryllium Target 0.83 mg/kg 0.83 1 YES S4VEM
Cadmium Target 2.1 mg/kg 2.1 1 YES S4VEM
Calcium Target 13900 mg/kg 13900 1 YES S4VEM .
Chromium Target 186 mg/kg 186 1 YES S4VEM
Cobalt Target 10.6 mg/kg 10.6 ) YES S4VEM
Copper Target 210 mg/kg 210 1 YES S4VEM
Iron _Target 64700 mg/kg 64700 D 3 YES S4VEM
Lead Target 361 mg/kg 361 | YES S4VEM
Maggesium Target 4570 mg/kg 4570 1 YES S4VEM
Manganese Target 4000 mg/kg 4000 D 3 YES S4VEM
Nickel Target 26.7 mg/kg 26.7 1 YES S4VEM
Potassium Target 1820 . mg/kg 1820 1 YES S4VEM
Selenium Target 4.0 U mg/kg 4.0 U 1 YES S4VEM
Silver Target 1.1 U mg/kg 0.73 J 1 YES S4VEM
Sodium Target 573 U _mg/ke 96.7 J 1 YES S4VEM
Thallium Target 2.9 UJ mg/kg 2.9 U 1 YES S4VEM
Vanadium Target 87.7 mg/kg 87.7 1 YES S4VEM
Zinc Target 927 mg/kg 927 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB6

Sample Location: P-04

Method: Mercury by Cold Vapor

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 10:20:00

% Moisture: % Solids: 68.3
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result | Lab Flag | Dilution Factor | Reportable Validation Level
Mercury Target 0.31 _mg/kg 0.31 i YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCS8TRI1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB6

Sample Location: P-04

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 10:20:00

% Moisture: % Solids: 68.3
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag | Dilution Factor Reportable Validation Level
Aluminum Target 14300 mg/kg 14300 1 YES S4VEM
Antimony Target 8.4 U mg/kg 1.9 J* 1 YES S4VEM
Arsenic Target 17.1 mg/kg 17.1 1 YES S4VEM
Barium Target 236 mg/kg 236 | YES - S4VEM
Beryllium Target 1.2 mg/kg 1.2 1 YES S4VEM
Cadmium Target 1.4 _mg/kg 1.4 1 YES S4VEM
Calcium Target 11500 mg/kg 11500 1 YES S4VEM
Chromium Target 54.7 mg/kg 54.7 1 YES S4VEM
Cobalt Target 11.4 mg/kg 114 1 YES S4VEM
Copper Target 45.2 mg/kg 452 1 YES S4VEM
Iron Target 35900 mg/kg 35900 1 YES S4VEM
Lead Target 485 mg/kg 485 I YES S4VEM
Magnesium Target 3720 mg/kg 3720 1 YES S4VEM
Manganese Target 1460 mg/kg 1460 1 YES S4VEM
Nickel Target 22.6 mg/kg 122.6 1 YES S4VEM
Potassium Target 2330 mg/kg 2330 1 YES S4VEM
Selenium Target 49 U mg/kg 49 U 1 YES S4VEM
Silver Target 1.4 U mg/kg 0.34 J 1 YES S4VEM
Sodium Target 704 U mg/kg 84.2 J 1 YES S4VEM
Thallium Target 3.5 UJ mg/kg 3.5 U 1 YES S4VEM
Vanadium Target 38.8 mg/kg 38.8 1 YES S4VEM
Zinc Target 682 mg/kg 682 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB7

Method: Mercury by Cold Vapor

Matrix: Soil

MA Number:

Sample Location: P-05 pH: Sample Date: 02/19/2020 Sample Time: 10:35:00
% Moisture: % Solids: 67.9
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result | Lab Flag | Dilution Factor Reportable Validation Level
Mercury Target 0.14 UJ m 0.13 J 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB7

Sample Location: P-05

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 10:35:00

% Moisture: % Solids: 67.9
Analyte Name | Analyte Type Validation Result Validation Flag Units Lab Result | Lab Flag | Dilution Factor Reportable Validation Level
Aluminum Target 13200 mg/kg 13200 1 YES S4VEM
Antimony Target 8.6 U mg/kg 1.5 J* 1 YES S4VEM
Arsenic Target 11.6 mg/kg 11.6 1 YES S4VEM
Barium Target 113 mg/kg 113 1 YES S4VEM
Beryilium Target 0.85 mg/kg 0.85 1 YES S4VEM
Cadmium Target 0.71 U mg/kg 0.64 J 1 YES S4VEM
Calcium Target 7160 mg/kg 7160 1 YES S4VEM
Chromium Target 43.1 mg/kg 43.1 1 YES S4VEM
Cobalt Target 8.3 _mg/kg 8.3 1 YES S4VEM
Copper Target 33.4 mg/kg 334 1 YES S4VEM
Iron Target . 30200 mg/kg 30200 1 YES S4VEM
Lead Target 114 mg/kg 114 1 YES S4VEM
Magnesium Target 2800 mg/kg 2800 1 YES S4VEM
Manganese Target 826 mg/kg 826 1 YES S4VEM
Nickel Target 19.9 mg/kg 19.9 1 YES S4VEM
Potassium Target 1790 mg/kg 1790 1 YES S4VEM
Selenium Target 5.0 U mg/kg 5.0 U 1 YES S4VEM
Silver Target 1.4 U mg/kp 0.23 J 1 YES S4VEM
Sodium Target 715 U mg/kg 62.0 J 1 YES S4VEM
Thallium Target 3.6 UJ mg/kg 3.6 U 1 YES S4VEM
Vanadium Target 32.5 mg/kg 32.5 1 YES S4VEM
Zinc Target 353 mg/kg 353 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplID: 48747/EPW14029/MCS8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOCABS8

Sample Location: P-06

Method: Mercury by Cold Vapor

. pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:
Sample Time: 10:50:00

% Moisture: % Solids: 60.7
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result '| Lab Flap Dilution Factor Reportable Validation Level
Mercury Target 0.16 UJ mg/kg 0.035 J 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOABS

Method: Metals by ICP-AES

Matrix: Soil

MA Number:

Sample Location: P-06 pH: Sample Date: 02/19/2020 Sample Time: 10:50.00
% Moisture: % Solids: 60.7
Analyte Name Analyte Type | Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor | - Reportable Validation Level
Aluminum Target 16100 mg/kg 16100 1 YES S4VEM
Antimony Target 9.6 U mg/kg 1.1 J* 1 YES S4VEM
Arsenic Target 10.0 i mg/kg 10.0 1 YES S4VEM
Barium Target 107 mg/kg 107 1 YES S4VEM
Beryllium Target 1.3 mg/kg 1.3 1 YES S4VEM
Cadmium Target 0.80 U mg/kg 0.18 J 1 YES S4VEM
Calcium Target 9090 mg/kg 9090 1 YES S4VEM
Chromium Target 44.8 mg/kg 44.8 1 YES - S4VEM
Cobalt Target 12.4 mg/kg 12.4 1 YES S4VEM
Copper Target 28.3 mg/kg 28.3 1 YES S4VEM
Iron Target 33300 mg/kg 33300 1 YES S4VEM
Lead Target 43.9 mg/kg 43.9 1 YES S4VEM
Magnesium Target 4960 mg/kg 4960 1 YES S4VEM
Manganese Target 991 mg/kg 991 1 YES S4VEM
Nickel Target 33.5 mg/kg 33.5 1 YES S4VEM
Potassium Target 2500 _mg/kg 2500 1 YES S4VEM
Selenium Target 5.6 U mg/kg 5.6 U 1 YES S4VEM
Silver Target 1.6 U mg/kg 0.13 J 1 YES S4VEM
Sodium Target 800 U mg/kg 83.3 J 1 YES S4VEM
Thallium Target 4.0 UJ mg/kg 4.0 U . 1 YES S4VEM
Vanadium Target 33.0 mg/kg 33.0 1 YES S4VEM
Zinc Target 1110 mg/kg 1110 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOABS

Method: Mercury by Cold Vapor

Matrix: Soil

MA Number:

Sample Location: P-07 pH: Sample Date: 02/19/2020 Sample Time: 11:15:00
% Moisture: % Solids: 68.8
Analyte Name Analyte Type Validation Result Validation Flag | ' Units Lab Result | Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.14 UJ mg/kg 0.056 J 1 YES S4VEM
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Sample Summary Répoﬁ

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW 14029/MCSTR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAB9

Method: Metals by ICP-AES

Matrix: Soil

MA Number:

Sample Location: P-07 pH: Sample Date: 02/19/2020 Sample Time: 11:15:00
% Moisture: % Solids: 68.8
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum _Target 17600 mg/kg 17600 1 YES S4VEM
Antimony Target 8.2 U m 0.85 J* 1 YES S4VEM
Arsenic Target 8.8 mg/kg | 8.8 i YES S4VEM
Barium Target 142 mg/kg 142 1 YES S4VEM
Beryllium Target 1.0 mg/kg "~ 1.0 i YES S4VEM
Cadmium Target 0.68 U mg/kg 0.33 - J 1 YES S4VEM
Calcium Target 4740 mg/kg 4740 1 YES S4VEM
Chromium Target 42.7 mg/kg 42.7 1 YES S4VEM
Cobalt Target 12.3 mg/kg 12.3 ) YES S4VEM
Copper Target 17.2 mg/kg 17.2 1 YES S4VEM
Iron Target 26900 _mg/kg 26900 1 YES S4VEM
Lead Target 41.1 mg/kg 41.1 1 YES S4VEM
Magnesium Target 3070 mg/kg 3070 1 YES S4VEM
Manganese Target 1530 mg/kg 1530 1 YES S4VEM
Nickel Target 23.3 mg/kg 23.3 1 YES S4VEM
Potassium Target 2530 mg/kg 2530 1 YES S4VEM
Selenium Target " 4.8 U mg/kg 4.8 U 1 YES S4VEM
Silver Target 1.4 U mg/kg 0.19 J 1 YES S4VEM
Sodium Target 679 U mp/kg 49.2 J 1 YES S4VEM
Thallium Target 3.4 UJ _mg/kg 0.68 J 1 YES S4VEM
Vanadium Target 36.7 mg/kg 36.7 1 YES S4VEM
Zinc Target 197 mg/kg 197 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCSTR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOACO Method: Mercury by Cold Vapor Matrix: Soil MA Number:

Sample Location: P-08 pH: Sample Date: 02/19/2020 Sample Time: 11:50:00

% Moisture: % Solids: 51.2

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result | Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.30 mg/kg 0.30 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOACO Method: Metals by ICP-AES Matrix: Soil MA Number:
Sample Location: P-08 pH: . Sample Date: 02/19/2020 Sample Time: 11:50:00
% Moisture: % Solids: 51.2
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 16200 mp/kg 16200 1 YES S4VEM
Antimony Target 11.2 U mg/kg 2.3 J* 1 YES S4VEM
Arsenic Target 15.7 mg/kg 15.7 1 YES S4VEM
Barium Target 121 mg/kg 121 1 YES S4VEM
Beryllium Target 0.93 U mg/kg 0.87 J 1 YES S4VEM
Cadmium _Target 2.5 mg/kg 2.5 | YES S4VEM
Calcium Target 14200 mg/kg 14200 1 YES S4VEM
Chromium Target 66.3 mg/kg 66.3 1 YES S4VEM
Cobalt Target 13.0 mg/kg 13.0 1 YES S4VEM
Copper Target 54.1 mg/kg 54.1 1 YES S4VEM
Iron Target 45100 mg/kg 45100 1 YES S4VEM
Lead Target 189 mg/kg 189 1 YES S4VEM
Magnesium Target 4450 mg/kg 4450 1 YES S4VEM
Manganese Target 2120 mg/kg 2120 1 YES S4VEM
Nickel Target 30.0 mg/kg 30.0 1 YES S4VEM
Potassium Target 3190 _mg/kg 3190 1 YES S4VEM
Selenium Target 6.5 U mg/kg 6.5 U 1 YES S4VEM
Silver Target . 1.9 U mg/kg 0.51 J 1 YES S4VEM
Sodium _Target 930 U mg/kg 92.8 J 1 YES S4VEM
Thallium Target 4.7 . UJ mg/kg 4.7 U 1 YES S4VEM
Vanadium Target 43.8 mg/kg 43.8 1 YES S4VEM
Zinc Target 962 mg/kg 962 . | YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOACI

Sample Location: P-09

Method: Mercury by Cold Vapor

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 11:55:00

% Moisture: % Solids: 72.1
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.25 mg/kg 0.25 1 YES S4VEM
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Sample Summary Réport

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC!

Method: Metals by ICP-AES

Matrix: Soil

MA Number:

Sample Location: P-09 pH: Sample Date: 02/19/2020 Sample Time: 11:55:00
% Moisture: % Solids: 72.1
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target . 14800 mg/kg 14800 1 YES S4VEM
Antimony Target - 7.6 U ' mgkg | - 19 J* 1 YES S4VEM
Arsenic Target 17.3 mg/kg 17.3 1 YES S4VEM
Barium _Target 138 mg/kg 138 1 YES S4VEM
Beryllium Target 0.88 mg'ke 0.88 1 YES S4VEM
Cadmium Target 0.98 mg/kg 0.98 1 YES S4VEM
Calcium Target 5820 mg/kg 5820 1 YES S4VEM
Chromium Target 57.7 me/kp 57.7 1 YES S4VEM
Cobalt Target 12.1 mg/kg 12.1 1 YES S4VEM
Copper Target 36.3 mg/kg 36.3 -1 YES S4VEM
Iron Target 44400 mg/kg 44400 1 YES S4VEM
Lead Target 144 mg/kg 144 1 YES S4VEM
Magnesium Target 3460 mg/kg 3460 1 YES -S4VEM
Manganese - Target 1370 mg/kg 1370 1 YES S4VEM
Nickel Target 24.1 mg/ke 24.1 1 YES S4VEM
Potassium Target 2000 mg/kg 2000 1 YES S4VEM
Selenium Target 4.5 U mg/kg 4.5 U 1 YES S4VEM
Silver Target 1.3 U mg/ke 0.50 J 1 YES S4VEM
Sodium Target 636 U mg/kg 56.7 J 1 YES S4VEM
Thallium Target 3.2 UJ mg/kg 3.2 U 1 YES S4VEM
Vanadium Target 38.9 mg/kg 38.9 1 YES S4VEM
Zinc Target 463 mg/kg 463 1 YES S4VEM .
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. Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW 14029/MCSTR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC2

Sample Location; P-10

% Moisture:

Method: Mercury by Cold Vapor

pH:

Matrix: Soil

Sample Date: 02/19/2020

% Solids: 71.9

MA Number:

Sample Time: 12:20:00

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Fla Dilution Factor Reportable Validation Level
Mercury Target 0.14 mg/kg 0.14 1 YES S4VEM

[t
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

'

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC2

Sample Location: P-10

% Moisture:

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date: 02/19/2020

% Solids: 71.9

MA Number:

Sample Time: 12:20:00

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level

Aluminum Target 16800 mg/kg 16800 1 YES S4VEM
Antimony Target 8.3 U mg/kg 2.6 J* 1 YES S4VEM
Arsenic Target “17.3 mg/kg 17.3 1 YES S4VEM
Barium Target 188 mg/kg 188 1 YES S4VEM
Beryllium Target 0.95 mg/kg 0.95 1 YES S4VEM
Cadmium Target 1.6 mp/kg 1.6 1 YES S4VEM
Calcium Target 5830 mg/kg 5830 1 - YES S4VEM
Chromium Target 94.3 mg/kp 94.3 1 YES S4VEM
Cobalt Target 13.0 mg/kg 13.0 1 YES S4VEM
Copper " Target 38.2 mg/kg 382 1 YES S4VEM
Iron Target 44300 meg/kg 44300 1 YES S4VEM
Lead Target 221 mg/kg 221 1 YES S4VEM
Magnesium Target 3710 mg/kg 3710 1 YES S4VEM
Manganese Target 2340 mg/kp 2340 D 2 YES S4VEM
Nickel Target 26.0 mg/kg 26.0 1 YES S4VEM
Potassium Target 2590 mg/kg 2590 1 YES S4VEM
Selenium Target 4.8 U mg/kg 4.8 U 1 YES S4VEM
Silver Target 1.4 U mg/kg 0.43 J .1 YES S4VEM
Sodium Target 689 U meg/kg 60.2 J 1 YES S4VEM
Thallium Target 3.4 UJ mg/kg 0.29 J 1 YES S4VEM
Vanadium Target 54.4 mg/kp 54.4 1 YES S4VEM
Zinc Target 691 mg/kg 691 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC3 Method: Mercury by Cold Vapor Matrix: Soil - MA Number:
Sample Location: P-11 pH: ~ Sample Date: 02/19/2020 Sample Time: 13:25:00
% Moisture: % Solids: 76.1
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result' | Lab Flag, | Dilution Factor Reportable Validation Level
Mercury Target 0.14 m 0.14 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE ‘

Project

GrouplD: 48747/EPW14029/MC8TRI1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC3

Sample Location: P-11

% Moisture:

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date: 02/19/2020

% Solids: 76.1

MA Number:

Sample Time: 13:25:00

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
- Aluminum Target 13600 mgke 13600 1 YES S4VEM
Antimony Target 7.7 U mg/kg 2.1 J* 1 YES S4VEM
Arsenic Target 18.4 mg/kg 18.4 1 YES S4VEM
Barium Target 138 mg/kg 138 1 YES S4VEM
Beryllium Target 0.81 mg/kg 0.81 1 YES S4VEM
Cadmium Target 1.1 _mg/kg 1.1 i YES S4VEM
Calcium Target 4840 me/kg 4840 1 YES S4VEM
Chromium Target 63.1 mg/ke 63.1 1 YES S4VEM
Cobalt Target 10.8 mg/kg 10.8 1 YES S4VEM
Copper Target 38.7 mp/kg 38.7 1 YES S4VEM
Iron Target 38500 mg/kg 38500 1 YES S4VEM
Lead Target 145 mg/kg 145 1 YES S4VEM
Magnesium Target 2990 mg/ke 2990 1 YES S4VEM
Manganese Target 1420 mg/kg 1420 1 YES S4VEM
Nickel Target 22.3 mg/kg 22.3 1 YES S4VEM
Potassium Target 1610 mg/kg 1610 1 YES S4VEM
Selenium Target 4.5 U mgkg 45 U i YES S4VEM
" Silver Target 1.3 U mg/kg 0.27 J 1 YES S4VEM
Sodium Target 638 U mg/kg 51.2 J | YES S4VEM
Thallium Target 3.2 Ul mg/kg 3.2 U 1 YES S4VEM
Vanadium Target 41.5 mg/kg 41.5 1 YES S4VEM
Zinc Target 469 mg/kg 469 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCSTR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC4

Sample Location: P-12

Method: Mercury by Cold Vapor

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 13:30:00

% Moisture: % Solids: 70.3
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.13 U) m 0.031 J 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCSTRI1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC4

Sample Location: P-12

Method: Metals by ICP-AES

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 13:30:00

% Moisture: % Solids: 70.3
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 12600 ) mg/kg 12600 1 YES S4VEM
Antimony Target 8.5 U mg/kg 1.1 J* 1 YES S4VEM
Arsenic Target 11.5 mg/kg 11.5 1 YES S4VEM
Barium Target 63.6 mg/kg 63.6 1 YES S4VEM
Beryllium Target 0.71 U mg/kg 0.58 J 1 YES S4VEM
Cadmium Target 0.71 U mg/kg 0.059 J 1 YES S4VEM
Calcium Target 3300 mg/kg 3300 1 YES S4VEM
Chromium Target 30.9 mg/kg 30.9 1 YES S4VEM
Cobalt Target 8.6 mg/kg 8.6 1 YES S4VEM
Copper Target 21.1 mg/kg 21.1 1 "YES S4VEM
Iron Target 25400 mg/kg 25400 1 YES S4VEM
Lead Target 39.5 mg/kg 39.5 ) YES S4VEM
Magnesium Target 2370 mg/kg 2370 1 YES S4VEM
Manganese Target 619 mg/kp 619 1 YES S4VEM
Nickel Target 17.4 mg/kg 17.4 1 YES S4VEM
Potassium Target 1530 me/kg 1530 1 YES S4VEM
Selenium Target 5.0 U mp/kg 5.0 U 1 YES S4VEM
Silver Target 1.4 U mg/kg 1.4 U 1 YES S4VEM
Sodium Target 711 U mg/kp 61.5 J 1 YES S4VEM
Thallium Target 3.6 UJ mgkg 3.6 U 1 YES S4VEM
Vanadium Target 31.2 mg/kg 31.2 1 YES S4VEM
Zinc Target 136 mg/kg 136 1 YES S4VEM
3
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GroupiD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOACS

Method: Mercury by Cold Vapor

Matrix: Soil

MA Number:

Sample Location: P-12 . pH: Sample Date: 02/19/2020 Sample Time: 13:40:00
% Moisture: % Solids: 70.2
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.14 UJ m 0.033 - ) 1 YES S4VEM
‘
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOACS

Method: Metals by ICP-AES

Matrix: Soil

MA Number:

Sample Location: P-12 pH: Sample Date: 02/19/2020 Sample Time: 13:40:00
% Moisture: % Solids: 70.2
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor . | Reportable Validation Level
Aluminum Target 11900 mg/kg 11900 1 YES S4VEM
Antimony Target 8.4 U mg/kg 0.98 J* 1 YES S4VEM
Arsenic Target 10.5 mg/kg 10.5 =~ | YES S4VEM
Barium Target 60.1 _mg/kg 60.1 1 YES S4VEM
Beryllium Target 0.70 U mg/kg 0.54 J 1 YES S4VEM
Cadmium Target 0.70 U mg/kg 0.11 J 1 YES S4VEM
Calcium Target 3420 mg/kg 3420 1 YES S4VEM
Chromium Target 29.8 mg/kg 29.8 1 YES S4VEM
Cobalt Target 7.9 mg/kg 79 1 YES S4VEM
Copper Target 20.6 mg/kg 20.6 1 YES S4VEM
Iron Target 24000 mg/kg 24000 1 YES S4VEM
Lead Target 41.2 mg/kg 4]1.2 1 "YES S4VEM
Magnesium Target 2300 mg/kg 2300 1 YES S4VEM
Manganese Target 580 mg/kg 580 1 YES S4VEM
Nickel Target 16.2 mg/kg 16.2 1 YES S4VEM
Potassium Target 1460 mp/kg 1460 1 YES S4VEM
Selenium Target 4.9 U mg/kg 49 U 1 YES S4VEM
Silver Target 14 U mg/kg 1.4 U 1 YES S4VEM
Sodium Target 698 U mg/kg 60.2 J 1 YES S4VEM
Thallium Target 3.5 Ul mg/kg 35 U 1 YES S4VEM
Vanadium Target 29.6 mg/kg 29.6 1 YES S4VEM
Zinc Target 152 mg/kg 152 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCS8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC6

Sample Location: P-13

Method: Mercury by Cold Vapor

pH:

Matrix: Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 14:07:00

% Moisture: % Solids: 76.8
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.12 UJ m 0.028 J 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplID: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC6

Method: Metals by ICP-AES

Matrix: Soil

MA Number:

Sample Location: P-13 pH: Sample Date: 02/19/2020 Sample Time: 14:07:00
% Moisture: % Solids: 76.8
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 10700 mg/kg 10700 1 YES S4VEM
Antimony Target 74. U mg/kg 1.3 J* 1 YES S4VEM
Arsenic _Target 12.8 mg/kg 12.8 1 YES S4VEM
Barium Target 57.0 mg/kg 57.0 1 YES S4VEM
Beryllium Target 0.61 U mg/kg 0.52 J 1 YES S4VEM
* Cadmium Target 0.61 U mg/kg 0.14 J 1 YES S4VEM
Calcium Target 2900 mg/kg 2900 1 YES S4VEM
Chromium Target 37.4 mg/kg 37.4 1 YES S4VEM
Cobalt Target 15 _mg/kg 1.5 1 YES S4VEM
Copper Target 21.3 mg/kg 21.3 1 YES S4VEM
Iron Target 24600 mg/kg 24600 1 YES S4VEM
Lead Target 414 mg/kg 414 1 YES S4VEM
Magnesium Target 2220 mg/kg 2220 1 YES S4VEM
Manganese Target 953 _mg/kg 953 1 YES S4VEM
Nickel Target 15.5 mg/kg 15.5 1 YES S4VEM
Potassium Target 1200 mg/kg 1200 1 YES S4VEM
Selenium Target 4.3 U mg/kg 43 U i YES S4VEM
Silver Target 1.2 U _mg/kg 0.14 J 1 YES S4VEM
- Sodium Target 614 U _mg/kg 32.3 J 1 YES S4VEM
Thallium Target 3.1 UJ mg/kg 3.1 U 1 YES S4VEM
Vanadium Target 30.0 mg/kg 30.0 1 YES S4VEM
Zinc Target 180 mg/kg 180 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SIT

Project

GrouplID: 48747/EPW14029/MCS8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC7
Sample Location: P-14

% Moisture:

Method: Mercury by Cold Vapor

pH:

Matrix: Soil
Sample Date: 02/19/2020

% Solids: 76.0

MA Number:
Sample Time: 14:23:00

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.14 m 0.14 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCSTR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC7

Method: Metals by ICP-AES

Matrix: Soil

MA Number:

Sample Location: P-14 pH: Sample Date: 02/19/2020 Sample Time: 14:23:00
% Moisture: % Solids: 76.0
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 12000 mg/kg 12000 1 YES S4VEM
Antimony Target 7.5 U mg/kg 1.2 J* 1 YES S4VEM
Arsenic Target 14.1 mg/kg 14.1 | YES S4VEM
Barium Target 154 mg/kg 154 1 YES S4VEM
Beryllium Target 0.95 mg/kg 0.95 1 YES S4VEM
Cadmium Target 0.63 U mg/kg 0.27 J 1 YES * S4VEM
Calcium Target 8170 meg/kg 8170 1 YES S4VEM
Chromium Target 37.5 mg/kg 37.5 1 YES S4VEM
Cobalt Target 13.3 mg/kg 13.3 1 YES S4VEM
Copper Target 45.3 mg/kg 45.3 1 YES S4VEM
Iron Target 34700 mg/kg 34700 1 YES S4VEM
Lead Target 30.9 mg/kg 30.9 1 YES S4VEM
Magnesium Target 3470 mg/kg 3470 1 YES S4VEM
Manganese Target 1160 mg/kg 1160 1 YES S4VEM
Nickel Target 28.7 _mg/kg 28.7 1 YES S4VEM
Potassium Target 2030 mg/kg 2030 1 YES S4VEM
Selenium Target 4.4 U mg/kg 4.4 U 1 YES S4VEM
Silver Target 3.0 mg/kg 3.0 1 YES S4VEM
Sodium Target 627 U mg/kg 78.6 J 1 YES S4VEM
Thallium Target 3.1 UJ mg/kg 3.1 U 1 YES S4VEM
Vanadium Target 28.7 mg/kg 28.7 1 YES S4VEM
Zinc Target 150 mg/kg 150 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCS8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOAC8

Method: Mercury by Cold Vapor

Matrix: Soil

MA Number:

Sample Location: B-15 pH: Sample Date: 02/19/2020 Sample Time: 14:45:00

% Moisture: % Solids: 65.9

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.15 UJ mg/kg 0.057 J 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE GrouplD: 48747/EPW14029/MC8TR1

Project

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOACS

Sample Location: B-15

% Moisture:

Method: Metals by ICP-AES Matrix: Soil
pH: Sample Date: 02/19/2020
% Solids: 65.9

MA Number:

Sample Time: 14:45:00

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 15600 _mg/ke 15600 1 YES S4VEM
Antimony Target 8.8 U mg/kp 26 J* 1 YES S4VEM
Arsenic Target 18.2 mg/kg 18.2 1 YES S4VEM
Barium Target 168 mg/kg 168 1 YES '~ S4VEM
Beryllium Target 3.0 mg/kg 3.0 1 YES S4VEM
Cadmium Target 1.8 mg/ke 1.8 )| YES S4VEM
Calcium Target 44500 mg/kg 44500 1 YES S4VEM
Chromium Target 71.3 mg/kg 71.3 1 YES S4VEM
Cobalt Target 7.4 U mg/kg 7.1 J 1 YES S4VEM
Copper - Target 38.6 _mg/kg 38.6 1 YES S4VEM
Iron Target 63500 mg/kg 63500 D 2 YES S4VEM
Lead Target 136 ' mg/kg 136 1 YES S4VEM
Magnesium Target 16000 m 16000 1 YES S4VEM
Manganese Target 1990 mg/kg 1990 1 YES S4VEM
Nickel Target 19.4 mg/kg 194 - 1 YES S4VEM
Potassium Target 1960 mg/kg 1960 1 YES S4VEM
Selenium Target 5.2 U mg/kg 5.2 U 1 YES S4VEM
Silver Target 1.5 U mg/kg 0.49 J 1 YES S4VEM
Sodium Target 737 U mg/kg 288 )] 1 YES S4VEM
Thallium Target 3.7 uUJ mg/kg | 37 U 1 YES S4VEM
Vanadium Target 429 mg/kg 42.9 1 YES S4VEM
Zinc Target 635 mg/kg 635 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TR1

Lab Name: Bonner Apalytical Testing Co.

Sample Number: MCOAC9

Method: Mercury by Cold Vapor

Matrix: Soil

MA Number:

Sample Location: B-16 pH: Sample Date: 02/19/2020 Sample Time: 15:10:00
% Moisture: % Solids: 78.2
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result | Lab Flag Dilution Factor Reportable Validation Level
Mercury Target 0.16 mg/K] 0.16 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TRI1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOACY

Sample Location: B-16

Method: Metals by ICP-AES

pH:

Matrix; Soil

Sample Date: 02/19/2020

MA Number:

Sample Time: 15:10:00

% Moisture: % Solids: 78.2
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target . 17000 mg/kg 17000 1 YES S4VEM
Antimony Target 1.7 U mg/kg 1.7 J* 1 YES S4VEM
Arsenic Target 21.3 mg/kg 21.3 1 YES S4VEM
Barium Target 269 mg/kg 269 1 YES S4VEM
Beryllium Target 2.5 mg/kg 2.5 1 YES S4VEM
Cadmium Target 0.64 U mg/kg 0.52 J 1 YES S4VEM
Calcium Target 36200 mp/kg 36200 1 YES S4VEM
Chromium Target 43.9 mg/kg 43.9 1 YES .S4AVEM
Cobalt Target 6.8 mg/kg 6.8 1 YES S4VEM
Copper Target 25.1 mg/kg 25.1 1 YES S4VEM
Iron Target 44700 mg/k 44700 1 YES S4VEM
Lead _Target 129 mg/kg 129 1 YES S4VEM
Magnesium Target 10700 mg/kg 10700 1 YES S4VEM
Manganese Target 5510 mg/kg 5510 D 3 YES S4VEM
Nickel Target 214 mg/kg 214 1 YES S4VEM
Potassium Target 1550 mg/kg 1550 1 YES S4VEM
Selenium Target 4.5 U mg/kg 4.5 U 1 YES S4VEM
Silver Target 1.3 U mg/kg 0.37 J 1 YES S4VEM
Sodium Target 639 U mg/kg 282 J | YES S4VEM
Thallium Target 3.2 UJ mg/kg 3.0 J | YES S4VEM
Vanadium Target 47.5 mg/kg 47.5 1 YES S4VEM .

Zinc Target 575 mgkg 575 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MC8TRI1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOADO
Sample Location: B-17

% Moisture:

Method: Mercury by Cold Vapor
pH:

Matrix: Soil
Sample Date: 02/19/2020
% Solids: 60.9

MA Number:
Sample Time: 15:35:00

Analyte Name Analyte Type

Validation Result Validation Flag

Units Lab Result Lab Flag

Dilution Factor Reportable Validation Level

Mercury Target

0.16 UJ

mg/kg 0.11 J

1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE

Project

GrouplD: 48747/EPW14029/MCS8TR1

Lab Name: Bonner Analytical Testing Co.

Sample Number: MCOADO

Sample Location: B-17

Method: Metals by ICP-AES Matrix: Soil

pH: Sample Date: 02/19/2020

MA Number:

Sample Time: 15:35:00

% Moisture: % Solids: 60.9
Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 15900 mg/kg 15900 1 YES S4VEM
Antimony Target 9.5 U mg/kg 2.9 J* 1 YES S4VEM
Arsenic Target 439 mg/kg 439 1 YES S4VEM
Barium Target 142 mg/kg 142 1 YES S4VEM
Beryllium Target 1.9 mg/kg 1.9 1 YES S4VEM
Cadmium Target 0.92 . mg/kg 0.92 1 YES S4VEM
" Calcium Target 13600 mg/ks 13600 1 YES S4VEM
Chromium Target 76.3 mg/kg 76.3 1 YES S4VEM
Cobalt Target 9.0 mg/kg 9.0 1 YES S4VEM
Copper Target 64.1 mg/kg 64.1 1 YES S4VEM
Iron Target 58500 mg/kg 58500 D 2 YES S4VEM
Lead Target 151 mg/kg 151 1 YES S4VEM
Magnesium Target 4420 mg/kg 4420 1 YES S4VEM
Manganese Target 1870 mg/kg 1870 1 YES S4VEM
Nickel Target 21.4 mg/kg 21.4 1 YES S4VEM
Potassium Target 1470 _mg/kg 1470 | YES S4VEM
Selenium Target 5.5 U mg/kg 5.5 U 1 YES S4VEM
Silver Target 1.6 U mg/kg 0.53 J 1 YES S4VEM
Sodium Target 789 U mg/kg 149 J 1 YES S4VEM
Thallium Target 3.9 UJ mp/kg 3.9 U 1 YES S4VEM
Vanadium Target 58.9 mg/kg 58.9 1 YES S4VEM
Zinc Target 447 mg/kg 447 1 YES S4VEM
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Sample Summary Report

Project Name: WEIRTON BOP IMPLOSION SITE GrouplD: 48747/EPW14029/MC8TR1 Lab Name: Bonner Analytical Testing Co.
Project
Sample Number: PBS01 Method: Mercury by Cold Vapor Matrix: Soil ' MA Number:
Sample Location: pH: ) Sample Date: Sample Time:
% Moisture: : % Solids: 100

Analyte Name Analyte Type Validation Result Validation Flag Units Lab Result Lab Flag Dilution Factor Reportable Validation Level

Mercury Target 0.10 U mg/kg 0.10 U 1 YES NV
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Sample Summary Report
Project Name: WEIRTON BOP IMPLOSION SITE GrouplD: 48747/EPW14029/MC8TR1 Lab Name: Bonner Analytical Testing Co.
Project
Sample Number: PBSO1 Method: Metals by ICP-AES Matrix: Soil MA Number:
Sample Location: pH: Sample Date: Sample Time:
% Moisture: % Solids: 100
Analyte Name Analyte Type Validation Result Validation Flag | Units Lab Result Lab Flag Dilution Factor Reportable Validation Level
Aluminum Target 11.7 J mg/kg 11.7 J 1 YES NV
Antimony Target 0.27 J mg/kg 0.27 J 1 YES NV
Arsenic Target 1.0 U mg/kg 1.0 U 1 YES NV
- Barium Target 0.41 J mg/kg 0.41 J 1 YES NV
Beryllium Target 0.50 U mg/kg 0.50 U 1 YES NV
Cadmium Target 0.50 U mg/kg 0.50 U 1 YES NV
Calcium Target 19.2 J mg/kg 19.2 J 1 YES NV
Chromium Target . 1.0 U mg/kg 1.0 U -1 YES NV
Cobalt Target 5.0 U mg/kg 5.0 U 1 YES NV
Copper Target 0.49 ] mg/kg 0.49 J 1 YES NV
Iron Target 5.0 J mg/kg 5.0 J 1 YES NV
Lead Target 1.0 U mg/kg 1.0 U 1 YES NV
Magnesium Target 12.1 J mg/kg 12.1 J 1 YES NV
Manganese Target 0.26 J mg/kg 0.26 J 1 YES "NV
Nickel Target 4.0 U mg/ke 4.0 U 1 YES NV
Potassium Target 5.0 J mg/kg 5.0 J 1 YES NV
Selenium Target 35 U mg/kg 35 U 1 YES NV
Silver Target 1.0 U mg/kg 1.0 U 1 YES NV
Sodium Target 5.7 J mg/kg 5.7 J 1 YES NV
Thallium Target -0.33 J mg/kg -0.33 J 1 YES NV
Vanadium Target 50 U mg/kg 5.0 U 1 YES NV
Zinc __ Target 6.0 U mg/kg 6.0 U 1 YES NV
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Sample Summary Report
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Project Name: WEIRTON BOP IMPLOSION SITE
Project

GrouplID: 48747/EPW14029/MC8TR1

Lab Name: Bonner Analytical Testing Co.
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